[image: image1.png]mechanical testing of materials.

Complete the puzzle using the clues shown below.
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Across
3. test used extensively on welds
5 testwhich is carried out on an extensometer
8 up to this limit there is proportionalty.
10.is tested by both the izod and charpy tests.
12. equals load/cross sectional area.

Down

1. is probably the most common cause of failure in metal components.

2. this factor s taken into account by designers.

4 one type of hardness test.

6. a simple inspection to detect surface flaws

7 the slow deformation of metal

9. young's modulus is an indication of how ___ __ a component may be.
1 his law states that extension is prioortionalto load





